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CHINA TESTING & CERTIFICATION INTERNATIONAL

GROUP ZIBO CO.,LTD.
INSPECTION REPORT
No.:2023Y-1412 page 1 of 1
Sample Description HP Aluminum Nitride Sample No. 2023Y-1412
Client XIAMEN INNOVACERA ADVANCED MATERIALS CO.,LTD
Manufacturer XIAMEN INNOVACERA ADVANCED MATERIALS CO.,LTD
Size / Type / Brand /
Sample state Piece Test Type Contract
Reception Date/Place 2023.08.09;Center Sample Amount 3
Test Result
No. Test Items(Unit) Standard
Individual Average
Volume Resistivi 0x10"%;5.3x10'%;
1 R AN R R 7.0x10"2 GB/T 5594.5-1985
(Q-cm) 5.2x10
Blank
The results only in charge of the detected samples.
Remarks /
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